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ndar-Clegs, Inc. Geochemical
625 Spice Island Dr.
Building 1, Unit A Lab Report
Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
L REPORT: R89-31492.4 ( COMPLETE ) l | REFERENCE INFO: NONE GIVEN
CLIENT: BROHK MINING CORPORATION SUBMITTED BY: BARRON
PROJECT: NONE GIVEN DATE PRINTED: 27-SEP-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION KETHOD
1 Au Gold 45 0.002 0PT Fire Assay
2 AU DUP GOLD DUPLICATE -150 0 0.002 0PT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUKBER SAMPLE PREPARATIONS NUKBER
7 (OTHER DRILL TYPES 45 2 -150 45 ASSAY PREP 45

SAMPLE PICKUP/MILE 1

REMARKS: FINAL REPORT
1AT 60LD (29.176)

————REPORT-COMES T+ MR M BARRON——————————————————————INVBIEE T8+ MR- IMBARRON

#R. ROD MCCLEOD




Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431

“ ~

BC

702 (359-9330)
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31492.4 | gROJECT: NGHE_GIVEN PAGE 1
SAWPLE ELENENT  Au AU DUP SAMPLE ELENENT  Au AU DUP
NUMBER UNITS  OPT 0T NUHBER NITS QT Qe
12 R89-570 300-305 0.004 12 R89-570 480-485 0.007
22 R89-570 305-310 0.002 22 R89-570 485-490 0.012
22 R89-570 310-315 <0.002 12 R89-570 490-495 0.010

DUPLICATE ~6602 22 RE9-5/0 495-500 0.014
22 R§9-570 315-320  <0.002 12 R89-570 500-504 0.009
22 R89-570 320-325 0.002 22 R89-570 505-510 0.013
12 R89-570 325-330 0.005 12 R89-570 510-515 0.010
22 R89-570 330-335 0.013 12 R89-570 515-520 0.008
22 R89-570 335-340 0.007 12 R89-570 520-525 0.007
22 R89-570 340-345 0.003
22 R89-570 345-350 0.003
22 R89-570 350-355 0.008
12 R89-570 355-360 0.006
22 R89-570 360-365 0.011

DUPLICATE B8t
22 R89-570 365-370 0.011
22 R89-570 370-375 0.014
22 R89-570 375-380 0.007
22 R89-570 380-385 0.004
22 R89-570 385-390 0.006
12 R89-570 390-395 0.004
22 R89-570 395-400 0.004
22 R89-570 400-405 0.003
12 R89-570 405-410 0.005
12 R89-570 410-415 0.011
22 R89-570 415-420 0.007
12 R89-570 420-425 0.007

DUPLICATE 668
12 R89-570 425-430 0.008
22 R89-570 430-435 0.015
12 R89-570 435-440 0.009 E—— :
22 RB9-570 440-445 0.006 1 (0 5]
12 R89-570 445-450 0.012 ; EHTUEEE
12 R89-570 450-455 0.008 , T — U
22 R89-570 455-460 0.007 )
12 R89-570 460-465 0.006 — s T UL l
12 R89-570 465-470 0.005 | !
22 R89-570 470-475 0.011

DUPLICATE B8 02 DMIMIM MHORS
12 R89-570 475-480 0.010
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Bondar-Clegg, Inc.
) 625 Spice Island Dr.
Building 1, Unit A
o Sparks, Nevada 89431
BONDAR-CLEGG

702 (359-9330)

Invoice : R076489, Page 1
BROHM MINING CORPORATION

MR. JIM BARRON Date : '26-SEP-89
PO BOX 485

DEADWOOD, SOUTH DAKOTA Report No: R89-31492.4
57732 Project : NONE GIVEN

Reference: BROHM

# ¥ 3
45 Analyses of Gold at ¢ 7.00 § 315.00
Subtotal S 315.00 $ 315.00
Sample Preparation
45 Samples of ASSAY PREP at § 3.00 ¢ 135.00
1 Sample of SAMPLE PICKUP/MILE at $12.00 s 12.00
Subtotal $ 147.00 S 147.00
Miscellaneous Charges
4% S.D. state sales tax S 5.88
2% Deadwood city sales tax S 2.94
Subtotal S 8.82 S 8.82
Invoice Total: S 470.82 u.S.
L4 h‘ a ) 5 ‘1 W
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THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Bonrtar-Clegg, Inc. ‘ ;e(x: mm’ I
12986 West Cedar Dr. he
Lakewood, Colorado 80228 Lab Report

(303) 989-1404
BONDAR-CLEGG
REPORT: DB9-31491.4 ( COMPLETE ) | [ REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 29-SEP-89
NUMBER OF LONER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION HETHOD
1 Au Gold &0 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 60 2 -150 80 fAssay Prep &0
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
HR. JIM BARRON




Bondar-Clegg, Inc. .
1288 Ve e D, Geochemical
Lakewood‘,‘OC“oloradOSO?zs Lab Report
303) 989
= BONDAR-CLEGG
: 29-SEP-89

REPORT: DA9-31491.4 PROJECT: NONE LISTED PAGE 1

SANPLE ELENENT Au GANPLE ELEMENT Au

NUMBER UNITS  OPT NUMBER UNITS  OPT

D2 R89-570 0-5 0.003 D2 RA9-570 200-205 0.008

D2 R89-570 5-10 0.002 D2 RB9-570 205210~ 0.004

D2 R89-570 10-15 (0. 002 JOD EDRiReys gxpra (0. 002

D2 R89-570 15-20 (0.002 D2 RA9-570 215-220" 0,006

D2 R83-570 20-25 (0. 002 0.007

D2 R89-570 25-30 0.004 D2 R89-570 225-230 0.008

D2 R89-570 30-35 (0,002 D2 R89-570 230-235 0.005

D2 R89-570 35-40 {0.002 D2 R89-570 235-240 (0.002

D2 R89-570 40-45 (0,002 D2 RB9-570 240-245 0.004

D2 R&9-570 45-50 0.017 D2 R89-570 245-250 0.003

D2 RB9-570 50-55 (0. 002 D2 R89-570 250-255 0.006

D2 R89-570 55-60 0.002 D2 R89-570 255-260 0.006

D2 RBI-570 60-€5 0.002 D2 R89-570 260-265 0.008

D2 R89-570 £5-70 (0,002 D2 R89-570 265-270 0.010

D2 R&9-570 70-75 0.006 D2 R89-570 270-275 0.002

D2 R89-570 75-80 0.003 D2 R89-570 275-280 0,005

D2 R89-570 BO-85 0.002 D2 R89-570 280-285 0.004

D2 R89-570 85-90 0.002 D2 R89-570 285-290 0.004

D2 RBI-570 90-95 (0.002 D2 R89-570 290-295 0.005

D2 R89-570 95-100 0.003 D2 R89-570 295-300 0.003 —

D2 R89-570 100-105 0.002

D2 R89-570 105-110 (0.002

D2 R83-570 110-115 €0.002

D2 R89-570 115-120 0.007

D2 R89-570 120-125 0.010

D2 RA9-570 125-130 0.004

D2 R89-570 130-135 (0.002

D2 RA9-570 135-140 (0.002

D2 R89-570 140-145 0.005

D2 R89-570 145-150 0.003

D2 R89-570 150-155 0.006

D2 R89-570 155-160 0.005

D2 RBI-570 160-165 0.005

D2 RA9-570 165-170 (0. 002

D2 RBI-570 170-175 0.005

D2 R89-570 175-180 0.003

D2 R89-570 180-185 0.003

D2 R89-570 185-190 0.006

D2 R89-570 190-195 0.008

D2 R89-570 195-200 0.008
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THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr. he
Lakewood, Colorado 80228 Lab Report
(303) 989-1404
BONDAR-CLEGG
REPORT: D89-31494.4 ( COMPLETE ) ' [ REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 30-SEP-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold 28 0.002 OPT Fire Rssay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS HUMBER
D DRILL CORE 28 2 -150 28 fissay Prep 28
Excessive Wetness 616
Sample Pickup 1

REMARKS: Final results ave reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

MR, TN BARRON —
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Bondar-Clegg, Inc. 2
e Geochemical
Lakewood, Colorado 80228 Lab l‘lﬂ[)()rt
(303) 989-1404 .
'BONDAR-CLEGG
: SEP-A9

REPORT: DA89-31494.4 PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Au

NUMBER UNITS 0Pt

D2 R89-570-525-530 0.007

D2 R&9-570-530-533 0.003

D2 R89-570-535-540 0.014

D2 R893-570-540-545 0.004

D2 RB9-570-545-550 0.021

D2 R89-570-550-555 0.016

D2 R89-570-555-560 0.007

D2 RA9-570-560-563 0.016

D2 R89-570-565-570 0.016

D2 R89-570-570-575 0.003

D2 R89-570-575-580 0.002

D2 R89-570-580-585 0.009

D2 R89-570-585-590 {0.002

D2 R89-570-590-595 0.004

D2 RA9-570-595-600 {0.002

D2 RB9-570-600-605 0.005

D2 RA9-570-605-610 0.003

D2 RA9-570-610-615 0.002

D2 RB9-570-615-620 0.002

D2 R89-570-620-625 0.002

D2 R89-570-625-630 0.003

D2 R89-570-630-635 0.004

D2 R89-570-635-640 0.003

D2 RA9-570-640-645 0.005

D2 R89-570-645-650 0.007

D2 R89-570-650-655 (0.002

D2 R83-570-655-660 0.006

D2 RA9-570-660-663 0.009
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303) 989-1404

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



